WH5557 - HEATSHRINK 20MM X 1.2M CLR
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2. #i$H Specifications

Volume _Resistivity

EN TAREE
Kem CBHFT
WA, (C)
Shrink Temperature 120150
TAF (C) o
Temperature Range
AL (%) 50
Radial Shrinking Ratio >
RIS (%) P
Longitudinal Shrinking Ratio
EEL (MPa)
Tensile Strength =104
HANES (%)
Ultimate Elongation 2200
B SESLK
Aging in circulating-air oven (158:1.0)
REBAL (MPa) 3
446 | Tensile Strength i
After aging | B EAEE (%) 100
Ultimate Elongation >
FRATH V), 0
Dielectric Voltage Withstand
ARERE (Qcm) o

Corrosion of the bare copper

55 £ A (V)AC 2AC2500V-608, F&F
Dielectric voltage AC25001.608, no breakdown
FEEA (Vimm) o
Dielectric_Strength z
2
Flammability w1
SR (%) o
Concentricity >
A E @50:1) °C, A IHERTR
Heat shock 4 hours at 250.0 : 1.0 °C,No cracking
A% 30s1) °C, TIHERAL
Cold bend 1 hour at 30 +'1.0 °C.No cracking
T(@5:5) %, 23°C, 24 19 1+L(158:1.00°C,
REA N 7X) EATE. FHE

[(9525)%.23°C, 24 hours J+{ (158+1.0)°C,
7Tdays) , No cracking,No fade
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Z A @FRA K F A& K T A (CB-HFT Heat-shrinkable Tube
Standard Sizes)

A A (mm) EE A A (mm) EREA
X3 As Supplied After Recovery (H12) Packing
Size [ A D) EAT A B ER() Length
Inside diameter | Wallthickness| Inside diameter | Wall-thickness | _(Meter/Roll)
o07 | 10201 0185005 B 032:008 o
%08 | 120201 0185005 EXS 036008 )
o0 | 150201 0182005 EX) 036008 )
o15 | ztozon 0482005 £ 036008 )
920 | 250201 0202005 B oaz008 )
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%65 | esz0n 0252005 BT 055010 00
o70 | 70201 0252005 B 05010 00
900 | ss0201 02008 =0 05010 00
950 | ss0z01 0265006 5 0sez0 0 00
o1 | t0soaar 0265006 =0 05010 00
o | msamon 0265006 =5 0sez0 0 00
o2 | t2s0aan 0285006 =0 05010 00
onn | tasoaal 0265006 =5 0sez010 00
o1s | tasoaon 0285006 70 05010 00
o15 | 1550301 0265006 75 0sez010 00
w16 | tesr00n 0285006 =0 05010 00
o7 | wsaan 0265006 Er) 0sez010 00
o8 | tesr00d 032008 =0 Oeaz0 0 00
om | 2ews502 | osmom 100 058010 o0
oz | mewaaz 035008 <o orz01z 00
o5 | zmenaaz 0010 w25 oze0az E)
om | mewaaz 0010 <0 oz0az E)
w0 | wewaaz 0010 <50 [ E)
o35 | wmenaaz oas0 0 B osz01z =
o0 Gi0m05 0500z =00 100015 =
ot w0205 050z =5 1002015 =
) S10:05 Oss0s =50 102015 =
055 £ =y B 1102015 =
o0 | eomio Oen0s <00 125020 =
o | w0 oe0015 50 125020 =
o | eieio Oe0s <00 125020 =
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&3 Remark):

1485 K, THERLMETH (Standard Black, Special colors available on request.)
2. T4 & AR IS (Other sizes are available upon special order):

BABBAEAUAD & &~ ERFM:
ARBASERGUFHEAFR, FRARFNAL HANESEAAS RIS AEHAREL L
ABEBBREAA".  ASEARCERE: >65%7 BAKH .

=. A& X &A K% EF 14 E (Engineering Picture of CB-HFT
Heat-shrinkable Tube)

#i2(Remark):
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FEUm0: | 8 0ate): ERame): B3 (o)

£ #(mm) 2016-4-25 CBHFT B #M R £ F CB-HFT
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ZELH A hr
Flaw Test Standard minant
BRE FELAIN, BIRARERFRR, o
Number Each disc is allowed to have no more than three BK
of joints | _joints, and the joints are marked with green tape.
B ERE R, K 3-6mm —i, FEAKSA J
smudge The number of dots is less than 5, and the mass oK
stain is 3-6 mm, each plate is allowed 5.
FERR | ARRARHTAS, FRF AE ANLLH. |
Poor | #AiEAFAL N, WEALEE tmm i, T | S

printing

o
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The naked eye can recognize the printed content,
without lack of words, continuous words, no
obvious duplication. No more than 1 ink point per
meter, ink point diameter less than 1 mm,
acceptable.

A@BR, BANY. BEAPKRSAASAR, .
BRBRYRUEAR Y. kDHEEATAL1

w@ha g
TR A, BRIEE Imm XA R S
Poor | Roughsurface, slightEcratch, dark line and soon | sz
are judged to be qualified without obvious
surface - oK
appeara | _ roughness, scratch and dark line after casing
P | shrinkage without affecting performance. Surface
particles are not more than 1 per meter and the
diameter of particles is less than 1 mm.
BRBRAZEXTYRIIAAREG LT REHAZ
Kok PEATIEGYRARPREGAZN TS
AE I .
@ slight flat tube or twist that meets the requirement | OK /
Flattube | of inner diameter and does not affect appearance | NG
ortwist | and performance is qualified; a serious flat tube or
twist that affects inner diameter and performance is
unqualified.
FEMFRER—, RHBHEATSL-ZAFRAS
WERR #. o
Poor The length of a few cutting tubes varies, and the ‘,’)K
cutting | proportion is controlled within one thousandth of
the pipe to be qualified.
L] 100 | 250
KA | < | < | <L |3s0<L | 400 [500<
(mm) |5 < | < | <a00| S | LS
wERR || Length | 0 | o0 | 50 500 | 1595 || .
Cutting yey BK
length || * .
(mm) | X\ 4o |sait| +art | +51 | 46
toleran | 1
ce
P —
nE#o } /| o
Pipe — I i oK
slant |1, st F o607 ATHEF, ARG FE, I L2-11
<1.6mm;

2, HTOT ALAMMEF, BA-BTFEL
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1. For the casing including the casing below 7, the
control shall be
[ carried out according to
For casing with specifications above 7, control
shall be carried
out according to Figure 2.
(CB-HFT E#BERGELXFRNE) ERALX
MY [ETT3 EEA[BAA] &5
i R LY
23| D0 | g g m e A KRS~ i kR R 2 | S| RS
51204500 ()2 %6 8416980 s
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A" [(95:5) %, 23°C, 24 #]+
16425 | DI2 [(158:1.0) 'C, T X} BAFE, Fizg |RF¥F | 4n9
£(9525)%.23°C, 24 hours 1+{(168+1.0)°C, Tdays ],
No cracking No fade”.
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